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ZENITH ENTERPRISE

GROUND FLOOR, A-7, CENTRAL MARKET, 6

COLOOTOLA STREET

Kolkata, West Bengal 700073

INDIA

Contact Person: ABDUL ALEEM FAROOQUI

THE FOLLOWING SAMPLE(S) WAS/WERE SUBMITTED AND IDENTIFIED BY/ON BEHALF OF THE CUSTOMER AS:

SAMPLE NO CHN26-0016462-0002:

TREK DOG HOOK:SAMPLE DESCRIPTION 

NICKEL:COLOUR

R-22-25MM:REFERENCE NO.

BAG / HANDBAG / LEATHER BAG:END USE

ZINC:FIBRE CONTENT

Self Reference:BUYER NAME

INDIA:COUNTRY OF 

DESTINATION

INDIA:COUNTRY OF ORIGIN

LAB PROVIDED DETAILS:

GOOD:CONDITION OF SAMPLE

SGS CHENNAI:THE LOCATION OF 

PERFORMANCE OF THE 

LABORATORY 

ACTIVITIES

ABDUL ALEEM FAROOQUI:CONTACT PERSON

1170:KOL NUMBER

: May 29 2026SAMPLE RECEIVED 

DATE

TEST PERFORMING 

DATE

: May 29 - Jun 02 2026
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Item Test Parameters Conclusion Remarks

SEE RESULTSTotal Lead(Pb) 1

1.Submitted sample has been tested for supplier reference only.
2.The testing is performed for the SELF REFERENCE of the customer as per requested protocols.
3.Only selective tests are conducted as per Supplier's request.
4.The report is not generated in Buyer format, as the same is for supplier reference only.

Signed for and on behalf of:

SGS INDIA PVT LTD

A Suresh

 Executive

Authorized Signatory.Hazardous & Restricted Chemicals

 Pollution & Environment

 Email your Test Report Related Enquiries at Feedback.SLT@sgs.com

FOLDER NUMBER  : CHN26-0016462  1341988
This document is issued by the Company subject to its General Conditions of Service printed overleaf, available on request or accessible at General Conditions of Services for India 

http://www.sgs.com/terms_and_conditions.htm and, for electronic format documents, subject to Terms and Conditions for Electronic Documents at 

www.sgs.com/terms_e-document.htm. Attention is drawn to the limitation of liability, indemnification and jurisdiction issues defined therein. Any holder of this document is advised that 

information contained hereon reflects the Company9s findings at the time of its intervention only and within the limits of Client9s instructions, if any. The Company9s sole responsibility is 

to its Client and this document does not exonerate parties to a transaction from exercising all their rights and obligations under the transaction documents. This document cannot be 

reproduced except in full, without prior written approval of the Company. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful 

and offenders may be prosecuted to the fullest extent of the law. The laboratory shall be responsible for all the information provided in the report, except when information and 

instruction for specific scope of testing is provided by the customer. Sample is not drawn by the laboratory. Unless otherwise stated the results shown in this test report refer only to the 

sample(s) tested and such sample(s) are retained for 30 days from the date of issue of report. The samples from the regulatory bodies are to be retained as specified. Statement of 

conformity is based on comparison of measurement result(s) with the applicable limit(s) according to the specification in the respective standard or as shared by the customer. 

Measurement Uncertainty is not taken into account unless otherwise requested in writing.

SGS INDIA PVT LTD
Connectivity and Products Testing Laboratory, 28 B/1 (SP),28 B/2 (SP),Second Main Road, Ambattur Industrial Estate ,Ambattur,Chennai-600 058.

Member of the SGS Group (SGS SA)

Phone:91-44-66081600, Fax:91-44-66081700

Page 2 of 5



 

Issue Date:  02-Jun-2026TEST REPORT               No: CHNSL260028799 

ULR-TC617626000028184F

*CHNSL260028799*
COMPONENT LIST / LIST OF MATERIALS

SAMPLE 

NO

COLOURMATERIAL REMARKSMATERIAL 

NO

COMPONENT FIBRE 

TYPE *

Metal NICKELDOG HOOKB1B

Metal NICKELDOG SPRINGB2B

Metal NICKELDOG RINGB3B

Metal NICKELDOG LOCKB4B

Metal NICKELDOG FRAMEB5B

Note:

NA = Not Applicable
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Total Lead(Pb)

Test Method : With reference to EN 16711-1:2015, analysis was performed by ICP-OES.

Result

B1+B2+B3 B4+B5Test Req.RLUnit

ND23.6Lead(Pb) 20mg/kg

Conclusion See ResultsSee Results
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Remarks: EU REACH Compliance Assessment

As per EU REACH Regulation (EC) No. 1907/2006, the threshold limit for Lead (Pb) in

homogeneous materials is 500 mg/kg. The tested value of 23.6 mg/kg is significantly

below the permissible limit. Hence, this sample is REACH Compliant.
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SAMPLE IMAGE

End of Report

FOLDER NUMBER  : CHN26-0016462  1341988
This document is issued by the Company subject to its General Conditions of Service printed overleaf, available on request or accessible at General Conditions of Services for India 

http://www.sgs.com/terms_and_conditions.htm and, for electronic format documents, subject to Terms and Conditions for Electronic Documents at 

www.sgs.com/terms_e-document.htm. Attention is drawn to the limitation of liability, indemnification and jurisdiction issues defined therein. Any holder of this document is advised that 

information contained hereon reflects the Company9s findings at the time of its intervention only and within the limits of Client9s instructions, if any. The Company9s sole responsibility is 

to its Client and this document does not exonerate parties to a transaction from exercising all their rights and obligations under the transaction documents. This document cannot be 

reproduced except in full, without prior written approval of the Company. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful 

and offenders may be prosecuted to the fullest extent of the law. The laboratory shall be responsible for all the information provided in the report, except when information and 

instruction for specific scope of testing is provided by the customer. Sample is not drawn by the laboratory. Unless otherwise stated the results shown in this test report refer only to the 

sample(s) tested and such sample(s) are retained for 30 days from the date of issue of report. The samples from the regulatory bodies are to be retained as specified. Statement of 

conformity is based on comparison of measurement result(s) with the applicable limit(s) according to the specification in the respective standard or as shared by the customer. 

Measurement Uncertainty is not taken into account unless otherwise requested in writing.

SGS INDIA PVT LTD
Connectivity and Products Testing Laboratory, 28 B/1 (SP),28 B/2 (SP),Second Main Road, Ambattur Industrial Estate ,Ambattur,Chennai-600 058.

Member of the SGS Group (SGS SA)

Phone:91-44-66081600, Fax:91-44-66081700

Page 5 of 5


		2026-06-02T13:52:03+0000
	EUW
	SGS officially issued document




